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Kinetic Study of Congo-Red Photo-Catalytic Degradation in Aqueous Media Using Zinc Oxide as
Photo Catalyst Under Led Light

Photocatalytic Degradation of Eosin Yellowish Dye in Aqueous Solution Using Titanium Dioxide as

Y
Catalyst: Impact of Various Parameters and Kinetic Study
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