Salahaddin University                   Practical Exam of                 4th year students

College of Science                           Polymer Chemistry               Date: 24/04/2022
Department of Chemistry                    2021 – 2022                      Time: 60min.

Q1: Determine Viscosity average molecular weight Mν of poly styrene in toluene at 30°C, if you have this parameters in the table: k =  8.52 * 10-3 , ( = 0.64
	Conc. (C)
	00.0(Zero)
	0.3
	0.5
	0.7
	0.9

	Flow time (t)
	20
	45
	75
	115
	170


Q2: Write the mechanism of the Interfacial polymerization of Bis-phenol A with Bis(4-flouro,3-nitrophenyl) sulfone by using  Phase Transfer Catalyst (PTC).                                                                                                       
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